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=====================================================================================================================

SELECTED TEST(S) AS REQUESTED BY CLIENT.
分析項目は顧客の要求によります。

TEST METHOD(S)
分析方法

: WITH REFERENCE TO LATEST EDITION OF IEC62321 FOR RoHS 10 SUBSTANCES.
OTHER CHEMICALS WERE TESTED BY EACH APPROPRIATE METHOD.
RoHS10物質の分析は最新版のIEC62321を参照しました。
それ以外の化学物質についてはそれぞれに最適な方法で分析を行いました。

SAMPLE RECEIVED
サンプル受領日

TEST REQUESTED
分析項目

TEST RESULT(S)
分析結果

: PLEASE REFER TO THE NEXT PAGE(S).
以下のページをご参照願います。

SAMPLE NAME Himelon SN series SN20B

THE ABOVE SAMPLE(S) AND INFORMATION WERE PROVIDED BY THE APPLICANT.
上記のサンプル並びに情報は顧客により提供されました。

10-Jul-2023

10-Jul-2023 to 21-Jul-2023

:

TESTING DATE
分析期間
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IEC62321-5: 2013,ICP-OES mg/kg 2 N.D.

IEC62321-5: 2013, ICP-OES mg/kg 2 N.D.

IEC62321-4: 2013+AMD1: 2017, ICP-OES mg/kg 2 N.D.

IEC62321-5: 2013/EPA3052, ICP-OES mg/kg 2 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-6: 2015, GC/MS mg/kg 5 N.D.

IEC62321-8: 2017, GC/MS mg/kg 50 N.D.

IEC62321-8: 2017, GC/MS mg/kg 50 N.D.

IEC62321-8: 2017, GC/MS mg/kg 50 N.D.

IEC62321-8: 2017, GC/MS mg/kg 50 N.D.

Tribromobiphenyl

Decabromobiphenyl

Polybrominated diphenyl ether(PBDEs)

Chromium(Cr)

Polybrominated biphenyl(PBBs)

Lead(Pb)

Mercury(Hg)

Result

Cadmium(Cd)

Monobromodiphenyl ether

Tetrabromodiphenyl ether

Decabromodiphenyl ether

Nonabromodiphenyl ether

Pentabromodiphenyl ether

Dibromodiphenyl ether

Diisobutyl phthalate(DIBP)

Hexabromodiphenyl ether

Tribromodiphenyl ether

Test Item(s)/ Location

Test Result(s)

NOTE: mg/kg = ppm, MDL = Method Detection Limit, N.D. = Not Detected

Octabromodiphenyl ether

Di(2-ethylhexyl) phthalate(DEHP)

Dibutyl phthalate(DBP)

Butylbenzyl Phthalate(BBP)

Heptabromobiphenyl

Octabromobiphenyl

Hexabromobiphenyl

Nonabromobiphenyl

Pentabromobiphenyl

Tetrabromobiphenyl

Monobromobiphenyl

Heptabromodiphenyl ether

Dibromobiphenyl

MDLUnitMethod
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Sample Image

** End of Report **
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